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Inspection certificate - Certificate of Analysis

according to EN 10204-3.

1

Date:28.06.2014
Page: 1 / 1

Your order from
Order No.

Delivery no./Pos.
Order

Material
Material-no.
Batch No.
Quantity

28.04.

2014

: SH AORUN 2014-08
80143309 / 900001
91926

TYLOSE HS 100000 YP2
20388424738
DEAT227386

1.000 KG

On the batch, of which the consignment is a part, the following values were
determined. They conform to the agreed product specification.

Inspection characteristic/-method Specification Result
Moisture (as packed) <= 6,0 3,2 %
Sulphated Ash x= 6;0 3:3 %
pH-Value (1.0 %) 5:5 = 8,0 6,5 ND
Particle Size <0.180 mm (80 mesh) >= 85,0 90,6 %
Viscosity Brookf. LV - 25°C - 1.0 % 3800 - 5000 4920 mPa-s

The above particulars do not release the customer from the obligation to
carry out an inspection of goods received.

Frank Kitzinger (inspection representative)

This report is not to be signed.




